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ABSTRACT 

Curcumin is the major compound yellow pigment in turmeric. Several 

studies showed that curcumin has a therapeutical effect to several diseases such as 

cancer, diabetes, and alzheimer’s symptoms. However curcumin has a poor 

solubility in water, then further studies were developed to increase curcumin’s 

solubilities, one of them is by using the drug carrier particles.  

Calcium carbonate particles (1,5-4 µm) which has the potential as a 

hydrophobic drug carrier has been made using polymers/surfactant variation. SEM 

results showed that calcium carbonate particles using starch solution resulted a 

spherical morphology. The co-polymer PF-127 surfactant did not showed a 

significant effect to the morphology of the calcium carbonate particles from calcite 

to the other forms. The use of  FC4 as a surfactant inside the PF-127 system affects 

the morphology of calcium carbonate from cubical to spherical. The spherical 

morphology were formed by the use of FC4:PF-127 (3:1) (CaCO3C) solution.  The 

adsorption study showed capacity of curcumin onto the resulting product CaCO3-

C (105,97 mg curcumin/g particles).  

For a comparison study, synthesized calcium carbonate with soluble starch 

as template was also investigated for release profile study. The percentage of 

released curcumin from CaCO3-C particles is higher than percentage of released 

curcumin from CaCO3SS (soluble starch as template). 
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ABSTRAK 

  

Kurkumin merupakan bagian terbesar pigmen kuning pada tanaman kunyit. 

Beberapa studi menyatakan bahwa kurkumin dapat memberikan efek terapi 

terhadap beberapa penyakit antara lain kanker, diabetes, dan gejala Alzheimer. 

Akan tetapi kurkumin memiliki kelarutan yang buruk dalam air sehingga dilakukan 

penelitian lebih lanjut untuk meningkatkan kelarutan kurkumin salah satunya 

dengan menggunakan partikel penghantar obat ( Drug Carrier ). 

Partikel kalsium karbonat (1,5-4 µm) yang berpotensi sebagai penghantar 

obat hidrofobik telah dibuat dengan berbagai macam jenis polimer/surfaktan. Hasil 

SEM menunjukkan partikel kalsium karbonat menggunakan larutan pati (soluble 

starch) menghasilkan partikel berbentuk bola (sperikal). Surfaktan kopolimer 

PF127 tidak menunjukkan pengaruh yang signifikan terhadap perubahan morfologi 

kalsium karbonat dari calcite menuju bentuk lain. Penggunaan surfaktan FC4  

dalam sistem PF127 mempengaruhi bentuk kalsium karbonat dari bentuk kubus 

menjadi bentuk bola. Partikel dengan bentuk bola terbentuk dalam larutan 

FC4:PF127 sebesar 3:1 (CaCO3-C).  

Uji adsorpsi juga dilakukan untuk meneliti kemampuan adsorpsi  partikel 

kalsium karbonat dengan kurkumin sebagai molekul obat. Didapatkan kapasitas 

adsorpsi kalsium karbonat sebesar 105,97 mg kurkumin/g partikel. Sebagai 

pembanding, partikel kalsium karbonat hasil sintesa dengan larutan pati sebagai 

pencetak (CaCO3-SS) diuji profil pelepasannya untuk mengetahui perbedaan profil 

pelepasan kurkumin. Persentase pelepasan kurkumin dari CaCO3-C  lebih besar 

dibandingkan dengan persentase pelepasan kurkumin dari CaCO3-SS. 


